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1) Family number: 56830468 (US2014182800A) © PatBase 

Title: METHOD OF INCREASING PAPER STRENGTH BY USING NATURAL GUMS AND DRY STRENGTH AGENT IN THE WET END

Abstract: The invention provides a method of improving dewatering efficiency, increasing sheet wet web strength, increasing
sheet wet strength and enhancing filler retention in a papermaking process The method improves the efficiency of drainage aids
or wet web strength aids or wet strength aid by coating at least some of the filler particles with a natural gum and with a material
that prevents the filler materials form adhering to those additives. The drainage additive or wet web strength additive or wet
strength aid holds the cellulose fibers together tightly and is not wasted on the filler particles. 
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