
Mechanical Proi>erties U.M. Results Results Results
Name Specimen i Specimen 2 Specimen 3

Material Aluminum/Polymer/Steel Aluminum/ Polymer/Steel Aluminum/Polymer/Steel

Specimen
Annex D UNI EN ISO 6892- 

1:2016 Cod.
03POS001PTTb20

Annex D UNI EN ISO 6892- 
1:2016 Cod.

03POS001PTTb20

Annex D UNI EN ISO 6892- 
1:2016 Cod.

03POS001PTTb20
Position • -
Direction • -
Thickness [se] mm 3.05 3,05 3.05
Width [bd mm 20,00 20.00 20.00
Section [So] mm' 24.00 24.00 24.00
test lenght [Ui mm 80 80 80
Yield [RPoJ MPa 869.8 881,4 1071.7
Max Load N 42747 42633 42752
Tensile Strenght Rm MPa 1781,1 1776,4 1781,3
Elongation percentage! * 
after Break % 4.1 4.1 4.3

FIG. 10a


