
Mechanical Properties U.M. Results Results Results
Name Specimen i Specimen 2 Specimen 3

Material Aluminum/Polymer /Steel Aluminum/Polymer/Steel Aluminum/Polymer 'Steel

Specimen Strip Strip Strip
Position -
Direction -
Thickness (so] mm 3.05 3,05 3.05
Width [bo] mm 20.00 20.00 20.00
Section [So] mm^ 23.04 23,28 23.40
test lenght [Ui mm 80 

961.3
80 80

Yield [Rpoj] MPa 864.6 892.6
Max Load N 41184 41707 41249
Tensile strengnt Rm MPa 1787,5 1791.6 1762,8
Elongation percentageo 
after Break % 2.8 3.1 3.7
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